Beach Sand Compatibility
Town Testing Results

Terracon

May 1, 2014

Town of Surfside
9293 Harding Avenue
Surfside, Florida 33154

Aftention: Mr. Ross Prieto - Building Official

Re: Beach Sand Comparability Testing
Town of Surfside

Miami-Dade County, Florida

Project No. H8141017

Dear Mr. Prieto:

Pursuant to our written authorization Terracon Consultants, Inc. (Terracon) has completed laboratory
testing and analysis of the beach sand soil samples delivered to our laboratory by a Town of
Surfside representative. This letter summarizes the results of our work.

We understand that soil samples delivered to our laboratory were sampled from in-place fill that was
used for a beach renourishment project in the Town of Surfside and require compatibility testing per
criteria set forth by the Florida Department of Environmental Protection (FDEP) Chapter 62B. The
three samples were delivered in 5-gallon bucksts labeled sample No. 88, 92 and 96. Testing of the
soils for grain size distribution and Munsell color designation is required for the compatibility
evaluation.

The grain size distributions were delermined using sleve sizes that are generally consistent with
those prescribed by the FDEP. Reduction of the grain size information also included the
development of grain size frequency curves (a plot of individual weight percent versus grain size)
and the statistical parameters of mean grain size, median grain size, effective size and standard
deviation (or sorting) for each soil sample. The attached sheets also present the percent passing
(i.e. percent of the material finer than the indicated U.S. Standard sieve size) with the values for the
specific sieve sizes spelled out in FDEP Chapter 628 (steve Nos. 230, 4 and 34") highlighted in blue
and Munsell color designation for each soil sample.

Terracon appreciates the opportunity to assist you on this project. We trust that the information
provided in the report is clear and understandable. Should it require any clarification or amplification,
however, please contact us.
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